
 

 

 
 

 

Edinburgh Research Explorer 
 
 

 
 

 
 

 
 

 

 
 

 
 

 
 

 
 

 
 

 
 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Charge ordering in half-doped manganites

Citation for published version:
Goff, R & Attfield, J 2004, 'Charge ordering in half-doped manganites', Physical review B, vol. 70, no. 14,
140404(R). https://doi.org/10.1103/PhysRevB.70.140404

Digital Object Identifier (DOI):
10.1103/PhysRevB.70.140404

Link:
Link to publication record in Edinburgh Research Explorer

Document Version:
Publisher's PDF, also known as Version of record

Published In:
Physical review B

Publisher Rights Statement:
Copyright © 2004 by the American Physical Society. This article may be downloaded for personal use only. Any
other use requires prior permission of the author(s) and the American Physical Society.

General rights
Copyright for the publications made accessible via the Edinburgh Research Explorer is retained by the author(s)
and / or other copyright owners and it is a condition of accessing these publications that users recognise and
abide by the legal requirements associated with these rights.

Take down policy
The University of Edinburgh has made every reasonable effort to ensure that Edinburgh Research Explorer
content complies with UK legislation. If you believe that the public display of this file breaches copyright please
contact openaccess@ed.ac.uk providing details, and we will remove access to the work immediately and
investigate your claim.

Download date: 26. May. 2023

https://doi.org/10.1103/PhysRevB.70.140404
https://doi.org/10.1103/PhysRevB.70.140404
https://www.research.ed.ac.uk/en/publications/357368f6-b1df-4d0c-b784-0273aaf85af3


Charge ordering in half-doped manganites
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Alternative descriptions for the ground state structure of the half-doped manganite Pr0.5Ca0.5MnO3 have
been tested against high-resolution 10 K x-ray and neutron powder diffraction data. The best fit is obtained
using aP21/m symmetry model, which supports the striped charge and orbital ordering picture. The magnitude
of the charge ordering is, however, only 25% of the ideal Mn3+/Mn4+ separation. An alternativePnm21

pseudosymmetry, used to describe Zener polaron ordering in Pr0.6Ca0.4MnO3 [Phys. Rev. Lett.89, 097205
(2002)], gives a different, bistriped, charge and orbitally ordered model that does not fit the data as well.

DOI: 10.1103/PhysRevB.70.140404 PACS number(s): 75.47.Gk, 71.45.Lr, 61.66.Fn, 71.70.Ch

The physics of manganite perovskites has been studied
intensively in recent years following the discovery of colos-
sal magnetoresistances in many compositions based on
doped LaMnO3.

1 These materials show an unprecedented
range of couplings between Mn spin, charge, and lattice de-
grees of freedom. It is now established that several ground
states are possible for doped manganites, principally the itin-
erant ferromagnetic and insulating charge ordered antiferro-
magnetic states, and these often coexist over a range of
length scales.2

The charge-ordered(CO) ground state is most easily ob-
served in half-doped manganites such as La0.5Ca0.5MnO3.
The model for this CO phase was proposed by Goodenough3

after the magnetic structure had been found to be the com-
plex CE-type with ferromagnetic couplings along zigzag
chains.4 The model assumed that localized Mn3+ and Mn4+

states order in alternate planes(“stripes”) as shown in Fig. 1.
Orbital ordering(OO) results from the Jahn-Teller distortion
of the high spin 3d4 Mn3+ configuration, and the resulting
superexchange interactions are consistent with the observed
CE-type spin structure.

A powder x-ray and neutron powder diffraction study of
La0.5Ca0.5MnO3 (Refs. 5 and 6) discovered an incommen-
surate f 1

2-« ,0 ,0g modulation of the commonÎ2ap32ap

3Î2ap Pnma perovskite sap<3.8 Åd superstructure. The
Pnmasuperstructure contains only one symmetry-equivalent
Mn site and so does not describe long-range CO. At low
temperatures,« tends to small values, which enabled the
crystal structure to be refined in a monoclinicP21/m sym-
metry 2Î2ap32ap3Î2ap superstructure with two displace-
ment coordinates to describe the charge and orbital ordering
modulation of thePnmastructure. The results confirmed the
striped CO model. The structures of several other half-doped
manganites have subsequently been fitted using the same
model,7–9 allowing up to seven coordinate variables(for
Nd0.5Sr0.5MnO3) (Ref. 7) to describe the CO and OO modu-
lations. However, a fully unconstrained refinement of the
P21/m model has not been reported.

An alternative refinement model for half-doped mangan-
ites has recently been derived from a neutron diffraction
study of a single crystal of Pr0.6Ca0.4MnO3.

10 (The 1:1 CO

structure modulation is found for 0.3,x,0.5 in
Pr1−xCaxMnO3, implying substitution of Mn3+ at the Mn4+

sites for xÞ0.5). This study showed that the 2Î2ap32ap
3Î2ap supercell hasPm monoclinic symmetry so that the
four Mn sites shown in Fig. 1 are symmetry independent.
OrthorhombicPnm21 symmetry constraints were applied—
this constrains sites 1a and 2a, and sites 1b and 2b, to be
equivalent. No charge difference between the a and b sites
was found, supporting a Zener polaron ordering(ZPO)
model in which an electron is localized in Mn-O-Mn bridges
by double exchange when the Mn spins are parallel, so the
Mn sites both have an average valence of +3.5. Other results
have suggested that ZPO or CO ground states occur in 50%
doped manganites for different values of the perovskite tol-
erance factor,11 or combine to form intermediate states for
0.4,x,0.5.12

Solid state17O NMR spectra of Pr0.5Ca0.5MnO3 (Ref. 13)
did not conclusively discriminate between these two models,
although the number of oxygen resonances was consistent
with the striped CO picture, and suggested that some delo-
calization of theeg electron occurs. Resonant MnK edge
x-ray diffraction studies on Pr1−xCaxMnO3 (Refs. 14 and 15),
and Nd0.5Sr0.5MnO3 (Ref. 16) have supported the striped CO
model over the ZPO structure, although whether a full charge
ordering is present has been debated.17 Theoretical calcula-
tions have estimated that the magnitude of charge separation
is 19% of the ideal Mn3+/Mn4+ difference.18

We have tested both the striped CO and the ZPO models
against highly resolved powder x-ray and neutron diffraction
data collected at 10 K from a polycrystalline sample of
Pr0.5Ca0.5MnO3. Time-of-flight neutron diffraction data were
collected from a 5 mm deep flat plate sample in 12 hours on
diffractometer HRPD at the ISIS spallation source, United
Kingdom. X-ray diffraction from a 0.4 mm capillary was
measured for six hours on instrument ID31 at ESRF,
Grenoble, up to a 2u angle of 70° at a wavelength of
0.588878 Å. Each structural model was Rietveld-fitted to the
backscattering neutron diffraction data(d-space ranged
=0.8–2.1 Å) and the x-ray datasd=0.8–4.0 Åd together us-
ing the GSAS software package.19 Magnetic neutron diffrac-
tion from the CE-type arrangement was fitted with Mn mo-
ments parallel to thez axis.
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Rapid neutron diffraction scans at temperatures close to
the CO transitions230 Kd and longer scans at 180 K and
70 K revealed the temperature-dependentf 1

2-« ,0 ,0g modu-
lation observed in other studies,6 but at 10 K the incommen-
surability « is negligible, enabling the structure to be refined
on the monoclinic 2Î2ap32ap3Î2ap supercell. No addi-
tional broadening of the superstructure reflections was ob-
served. It was not possible to refine the crystal structure of
Pr0.5Ca0.5MnO3 against the combined neutron and x-ray data
assuming space groupPmwithout symmetry constraints, due
to the large number(67) of independent coordinates. How-
ever, convergent refinements were obtained by applying
P21/m or Pnm21 symmetry constraints to the atomic posi-
tions, which reduce the number of variable atomic coordi-
nates to 33 or 31, respectively.20 The final structural models
were reproducible from several starting points and so are
taken to be the true minima for the refinements. A compari-
son of the fitting indices, Mn-O bond lengths and Mn va-
lences(calculated using the bond valence sum method21) is
given in Table I.

The fitting indices for the two refinements show that the
P21/m and thePnm21 models give equivalent fits to the

x-ray data, but the fit to the neutron intensities[RF2sNd re-
siduals in Table I] is significantly better with theP21/m
model. This is also evident by visual inspection of the neu-
tron superstructure intensities that are sensitive to the differ-
ent models, such as thesh,k, ld=sodd,even,oddd subset of
reflections(Fig. 2) for which RF2sNd=10.5% for theP21/m
model and 12.7% for thePnm21 model. The higher fit qual-
ity of the P21/m model leads us to conclude that this is a
better description of the structure of Pr0.5Ca0.5MnO3 than the
Pnm21 refinement. The refinedP21/m structural parameters
are given in Table II.

It is useful to compare the refinedP21/m and thePnm21
models as both give charge and orbitally ordered descriptions
for Pr0.5Ca0.5MnO3. In P21/m symmetry(Fig. 1), there are
three independent Mn sites; 1(a and b), 2a, and 2b. The re-
fined Mn-O distances and BVS estimates of formal charge
(Table I) show that these sites approximate to Mn4+, Mn3+,
and Mn3+, respectively, with the latter sites showing elonga-
tion of one pair of bonds in the ac plane characteristic of OO.
This is the striped picture for CO and OO;3 however, the
differences between the BVS values show that the CO is
only 25% of the theoretical separation of one charge unit.
This is in good agreement with the 19% charge separation
estimated from theoretical calculations.18

In the Pnm21 description(Fig. 1), the refinement again
evidences charge ordering of Mn4+ and Mn3+, respectively, at
the two independent Mn sites,(1 and 2)a and(1 and 2)b. The
two sites are arranged in double rows and so this model
describes a bistriped charge ordering, in contrast to the singly
stripedP21/m model. OO distortions are seen in the double
stripes of Mn3+ at the b sites, resulting in elongation of the
±s 1

2a–cd oriented Mn1b-O bonds(Table I). The distortion is
less regular than in theP21/m model because of the direct
connections between Mn3+ octahedra in the bistripes. The
BVS’s for the two Mn sites are very similar to those in the
P21/m refinement. Hence, both theP21/m and thePnm21
refinements give physically plausible charge and orbitally or-
dered models for Pr0.5Ca0.5MnO3, corresponding to striped
and bistriped CO models, respectively.

Although thePnm21 refinement model does not provide
the best fit to the data, it nevertheless describes an alternative
CO and OO model, whereas in the previous single crystal
study of Pr0.6Ca0.4MnO3, the same pseudosymmetry did not
reveal any CO or OO at the two Mn sites. This discrepancy
may arise from two factors. Although single crystal diffrac-
tion experiments generally give more precise structure re-
finements than powder methods, they are sensitive to crystal
twinning which commonly results from the small lattice dis-
tortions that accompany CO. The single crystal data for
Pr0.6Ca0.4MnO3 were analyzed assuming six twin domains.10

A second factor is the use of a 40% rather than a 50% doped
manganite. Although a constant lattice periodicity is found
for charge-ordered Pr1−xCaxMnO3 in the rangex=0.3–0.5,
the additional disorder introduced atx=0.4 (where 1 in 5 of
the Mn4+ sites are occupied by Mn3+) is likely to reduce the
range and magnitude of the CO to below the practical limit
of ,10% observable by crystal structure refinement. It
would be interesting to perform a high resolution powder
diffraction study of Pr0.6Ca0.4MnO3 for direct comparison
with the present work.

FIG. 1. The refined charge and orbitally ordered arrangements in
Pr0.5Ca0.5MnO3 using P21/m or Pnm21 pseudosymmetries. The
elongated Mn-O bonds at the Mn3+ sites corresponding to thedz2

orbitals are shown as broken lines and the arrows show spin direc-
tions for a CE-type arrangement as consistent as possible with the
orbital orderings. The Mn site labels are shown on theP21/m
model.
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The degree of charge ordering observed via BVS’s in
transition metal oxides that have undergone symmetry-
breaking CO transitions is always much reduced from ideal
values. The 25% CO observed here in Pr0.5Ca0.5MnO3 is
comparable to that observed(by powder neutron diffraction)
in the rocksalt CO manganite TbBaMn2O6 (20%) (Ref. 22),

Fe3O4 (20% or 40%) (Ref. 23), YNiO3 (30%) (Ref. 24), and
TbBaFe2O5 (40%) (Ref. 25). No correlation of the magni-
tude of CO with the magnetic couplings between the charge
ordered sites is evident in the latter materials. The magnetic

TABLE I. A comparison of the refinement results for Pr0.5Ca0.5MnO3 at 10 K usingPnm21 or P21/m
pseudosymmetry models. The fitting parameters are the overall reducedx2 and residuals for the x raysXd and
neutronsNd profiles. Mn-O distances are shown for the three pairs of bonds in the given directions(see Fig.
1) followed by the mean value and the bond valence sum(BVS) (Ref. 21) for each unique Mn site.

Model Pnm21 P21/m

x2 7.70 7.56

RwpsNd (%) 5.52 4.95

RwpsXd (%) 11.28 11.51

RF2sNd (%) 6.58 4.58

RF2sXd (%) 4.69 4.73

Mn-O
distances

(Å)

Mn1a Mn1b Mn1a Mn2a Mn2b

±b 1.985(6)
1.854(6)

1.909(7)
1.908(7)

1.977(5)
1.851(5)

1.907(3)
s32d

1.922(3)
s32d

±s 1
2a+cd 2.084(12)

1.858(13)
1.904(14)
1.975(14)

2.013(10)
1.852(10)

2.040(8)
s32d

1.910(9)
s32d

±s 1
2a−cd 1.899(13)

1.931(13)
1.981(14)
2.041(14)

1.931(10)
1.964(10)

1.930(8)
s32d

2.027(8)
s32d

Mean Mn-O 1.935(11) 1.953(12) 1.931(8) 1.959(6) 1.953(7)

BVS 3.72 3.50 3.73 3.46 3.51

FIG. 2. Part of the observed, calculated, and difference neutron
diffraction plots for the fits ofP21/m andPnm21 pseudosymmetry
models highlighting the poor fitting of(odd, even, odd) and other
superstructure reflections(arrowed) in the latter model.

TABLE II. Refined atomic coordinates for Pr0.5Ca0.5MnO3 at
10 K in space groupP21/m. The lattice parameters area
=10.8700s2d Å, b=7.488923s6d Å, c=5.43499s3d Å, and b
=90.069s1d. The isotropic thermalU parameters are Pr/Ca
=0.0079s2d Å2, Mn=0.0061s3d Å2, and O=0.0084s3d Å2.

Atom x y z

Pr/Ca1 0.0144(7) 0.25 −0.0081s12d
Pr/Ca2 0.2662(7) 0.25 0.5105(8)

Pr/Ca3 0.5155(7) 0.25 −0.0088s12d
Pr/Ca4 0.7616(7) 0.25 0.4911(7)

Mn1 0.2464(6) 0.0077(6) 0.0084(8)

Mn2a 0 0 0.5

Mn2b 0.5 0 0.5

O1 −0.0079s11d 0.25 0.4361(25)

O2 0.2488(12) 0.25 0.0751(24)

O3 0.4915(11) 0.25 0.4222(24)

O4 0.7407(12) 0.25 0.0661(22)

O5 0.3604(9) −0.0394s11d 0.2931(14)

O6 −0.1064s7d 0.0476(10) 0.7764(15)

O7 0.8562(7) −0.0306s12d 0.2624(15)

O8 0.3861(7) 0.0318(12) 0.7917(14)
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couplings are all ferromagnetic in Fe3O4, all antiferromag-
netic in TbBaFe2O5, and both couplings are present in the
CE-type manganite Pr0.5Ca0.5MnO3 and in YNiO3. Hence,
the small charge separation in Pr0.5Ca0.5MnO3 and other
manganites is a generic feature of symmetry-broken CO tran-
sition metal oxides, and is not indicative of specific manga-
nite physics such as Mn3+ orbital order.

In conclusion, we find that the two previously reported
pseudosymmetry models both yield charge and orbitally or-
dered descriptions for Pr0.5Ca0.5MnO3 when refined against
highly resolved powder neutron and x-ray diffraction data.
However, theP21/m model, corresponding to Goodenough’s
original striped CO picture, gives a significantly better fit to
neutron superstructure intensities, and so is preferred to the
bistriped (or ZPO) Pnm21 model. These results, in which

charge order is evidenced by a full refinement of oxygen
atom shifts, complement recent resonant MnK edge x-ray
scattering studies that have also favored the striped CO over
the ZPO picture.15,16The degree of structural charge ordering
is only 25% of the expected difference between localized
Mn3+ and Mn4+ states, in common with the CO reduction in
other transition metal oxides. This shows that the ordered
electrons are not fully localized as simple ions such as Mn3+,
although they approximate to this description as evidenced
by the observation of OO.

We thank Dr. J.P. Wright, Dr. F. Fauth(ESRF), and Dr. R.
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for providing beam time and support for R.J.G., and Profes-
sor P.G. Radaelli(ISIS) for useful discussions.
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