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Abstract 
 
Theoretically hypothesized for several decades in Group IV transition metals, we have 
discovered a dynamically stabilized bcc intermediate state in Zr under uniaxial loading at 
sub-nanosecond timescales. Under ultrafast shock wave compression, rather than transform 
from a-Zr to the more disordered hex-3 equilibrium w-Zr phase, in its place we find the 
formation of a previously unobserved non-equilibrium body-centered cubic (bcc) metastable 
intermediate. We probe the compression-induced phase transition pathway in zirconium 
using time-resolved sub-ps x-ray diffraction at the Linac Coherent Light Source (LCLS).  
We also present molecular dynamics simulations using a potential derived from first 
principle methods which independently predict this intermediate phase under ultrafast 
shock conditions. In contrast with longer timescale (> 10 ns) experiments where the phase 
diagram alone is an adequate predictor of the crystalline structure of a material, our recent 
study highlights the importance of metastability and time-dependence in the kinetics of phase 
transformations. 
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Introduction 
 
The mechanisms of phase transitions in bulk materials play a similar role to the transition state in 
the study of chemical reactions[1]. Detailed knowledge of these mechanisms (and the ability to 
control them) has the potential to revolutionize applications such as material synthesis. First-order 
phase transformations proceed from nucleation and growth mechanisms out of non-equilibrium 
metastable states toward a state of equilibrium, with solid-solid transitions presenting particular 
complexity owing to the multiple (atomistic) pathways and deformation mechanisms potentially 
involved. [2–15]  Through the use of a laser ablation induced shock wave to drive a rapid change 
in volume, and subsequent in situ examination via x-ray diffraction using the Linac Coherent Light 
Source (LCLS), we have studied the non-equilibrium phase transition process pertaining to the 
a®w structural rearrangement in zirconium (Zr) at the earliest stages of nucleation.[4,16]  While 
this solid-solid phase transition has been well studied at larger length and time scales, the extant 
observations of over-pressurization needed to overcome its relatively slow kinetics on the 
microsecond timescale – with the transformation not observed until a pressure of nearly 10 GPa 
above the phase boundary – and relation to proposed pathways have remained a challenge to 
experimentalist and theorist alike.[5,6,8,9] By focusing in detail on the very short (sub-
nanosecond) times preceding and during the transition, we find that the mechanism of 
transformation occurs through a body-centered cubic (bcc) non-equilibrium intermediate state, in 
stark contrast to prior experimental findings at longer (diamond anvil cell and gas-gun) timescales.  
Furthermore, the w-Zr phase is never observed at any pressure (from ambient to shock melting at 
130 GPa) on the sub-nanosecond timescale, but rather the anomalous appearance of the bcc 
structure is consistently formed in its place, suggesting the need for new hypotheses that shed light 
on the transformation mechanism.  The surprising observation of the formation of a high-symmetry 
non-equilibrium phase, rather than the more disordered hex-3 w-Zr equilibrium phase, highlights 
the importance of time-dependence in understanding the behavior of matter at extreme conditions. 
 
Dynamic compression experiments, which obtain thermodynamic state data under extreme 
conditions of pressure and temperature, typically require compression time scales of at least 10 
nanoseconds to ensure equilibration of the final compressed state[17]. Our shorter time scale (~100 
ps) compression experiments have allowed us to observe intermediate states along the material 
transformation path, analogous to transition states observed in time-resolved characterization of 
chemical reactions.[1,18] Generally, performing experiments spanning multiple time scales, 
instead of just multiple pressures in Zr, is an important goal to make further progress in 
understanding transition kinetics. These fast compression experiments employed uniaxial 
compression, which accesses far-from-equilibrium mechanical states under extreme shear 
stress[19]. Conventional picosecond time-scale compression experiments[19,20] can, by 
characterizing the flow of material, determine the time-dependent bulk stress/strain state within a 
sample. Such experiments have been used to observe a wide range of anomalous behavior under 
ultrafast compression, including extreme elastic deformation[19,21,22] (related to a lack of plastic 
deformation on this time scale[21,23–25]), simultaneous phase transformation and plasticity[26], 
with high throughput.[27]* While these experiments have provided information about the bulk 

 
*Further comments about ultrafast shock experiments, elastic-plastic response, and their connection to longer time 
scale experiments are in the supplemental information. 
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response of materials, they did not have access to femtosecond x-ray diffraction, and therefore did 
not provide a direct measure of the atomic structure.  
 

 
 
Figure 1: The phase diagram of Zr with the shock Hugoniot and the a, b, and w phase boundaries as reported by Greeff36 
and which reflect aggregate gas-gun and diamond anvil cell data from multiple sources.  The four shock wave experiments 
conducted in this study consist of final Rankine-Hugoniot pressures of 13, 33, 46 and 57 GPa as determined from a 
combination of x-ray diffraction analysis and impedance matching to the adjacent Al standard.  The release isentropes for 
all experiments (that from the P = 57 GPa experiment is shown) have a final state outside of the b-Zr field of stability and 
thus b would not be expected to form upon release. The metastable phase boundary between the hcp a and bcc b phases 
have been calculated from metastable branches of Greeff's multiphase equation of state and define the region where, if the 
hex-3 w phase were absent (or kinetically hindered) the transition from a directly to b would be favored by the bulk Gibbs 
free energy difference.  The dynamically stabilized bcc intermediate state, formed along the a-w transformation pathway 
(but never reaching the thermodynamic end-state of the w phase on the sub-nanosecond timescale in this experiment) is 
demarcated near 13 GPa, which is the lowest pressure where it has been observed in this study. 
 
With the advent of femtosecond time resolution x-ray diffraction at the Linac Coherent Light 
Source (LCLS), it has now become feasible to explore the transient states of materials under 
extremely rapid compression with nm/ps resolution. [24,28–31] By combining the 100 ps laser 
drive available at the MEC beamline of LCLS with the 100 fs x-ray capability, we can begin to 
address some the of fundamental questions concerning phase transformations: Are intermediate 
states ordered or disordered at the atomic scale? If ordered, what are the intermediate states? How 
does rapidly applied shear stress influence the transition pathway? Answers to these questions have 
the potential to greatly enhance material synthesis by providing more sophisticated tools to control 
material transformations beyond the currently available adjustment of thermodynamic variables 
such as temperature and pressure. 
 
At longer (greater than nanosecond) timescales, the dynamic behavior of Zr and its various solid-
solid phase transitions have been relatively well-studied and found to exhibit complex phase 
transition behavior.[3–6,8,9,11–14,16,32–35] The Zr phase diagram, shock Hugoniot and the 
highest pressure release isentrope thermodynamic paths followed in this study are depicted in Fig 
1.  In addition to the equilibrium stability fields, the metastable phase boundary between the a and 
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b phases has been calculated from metastable extensions of the Gibbs free energy models of Greeff 
[36] and plotted. The significance of the a-b metastable phase line pertains to the stability of the 
bcc phase at pressures lower than the w-b phase boundary, as found in the experimental results of 
this study.   

 
Figure 2: Laser driven shock compression experiments with XRD at LCLS: a) schematic of the experiment; b) the pump 
side of the sample after the experiments with close-ups of sample sites where shots were taken at 3 different pump 
energies. 
 
Experiment description 
 
A schematic of the experiment and pictures of the sample are shown in Figure 2. The x-ray 
wavelength was 1.301 angstroms. A 2.2 µm Al ablator (coated on a thin SiN window) is driven by 
a ~120 ps FWHM duration laser pulse with a fast (sub-10 ps, consistent with previous work - see 
Armstrong et al.[19]) initial rise, launching a shock wave of similar ~120 ps FWHM duration into 
the ablator. The intensity contrast of the pulse is sufficient to avoid significant preheating in the 
sample, as demonstrated from estimates of Al peak shifts. Swinburne et al.[30] applied a similar 
duration (170 ps) pulse with no fast rise, but which is close enough in drive conditions for 
qualitative comparisons in the discussion section. The shock wave transits the ablator and enters 
the 1.7 µm thick Zr sample, where rapid compression initiates a phase transition to one of several 
possible final states (shown in Fig. 1) depending on the drive energy. After a variable delay, a 
~100 fs duration x-ray pulse is used to obtain an x-ray diffraction (XRD) pattern from the sample, 
providing structural information during the compression wave transit through the sample. Using 
this method, the progress of phase transformations in the Zr sample can be tracked with better than 
picosecond time resolution. 
 
Data was taken at five laser drive energies: 2.5, 25, 30, 50 and 250 mJ. This resulted in peak 
pressures ranging from 10-100 GPa in the Al, corresponding to 13-130 GPa in the Zr, which is 
obtained by shock impedance matching with the Al ablator.[37]  Full sets of diffraction patterns 
for the 4 lower energies are shown in Figures S5-S8 in the supplemental information. A discussion 
of the Zr diffraction pattern and implications of microstructure is included in the supplemental 
materials “Sample Characterization” section. A complete discussion of the highest energy shot 
(250 mJ), which involved melting and refreezing of the Zr, will be given separately.[38] Selected 
diffraction patterns for drive energies 2.5, 25 and 50 mJ are shown in Figure 3. Hydrodynamics 

Si 

Pump 

X-rays 

Al Zr 

23O 

Si
N

 

a) b) 
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simulations designed to emulate the conditions of each corresponding experiment (shown in Figure 
3) illustrate the progress of the compression wave through the Al/Zr sample as a function of time. 
For the 2.5, 30 and 50 mJ data, the peak pressure in the Al ablator was obtained by estimating the 
peak strain from the diffraction patterns (as illustrated in Figures S9-S11) and using the known 
Hugoniot of Al. This yielded values of ~10, 36 and 44 GPa, respectively. From shock wave 
impedance matching, this corresponds to values of ~13, 46 and 57 GPa in the Zr.  All peak 
pressures obtained for both the Al and Zr are shown in Table T1 in the supplemental information. 

 
Figure 3: Experimental data (bottom) and hydrodynamics simulations (top) for three different drive energies and several 
time delays between the drive-pulse and the x-ray probe pulse, showing correspondence in timing between the simulations 
and the data. The drive pulse is incident from the left in the simulations. Red traces are the Zr background with Al 
diffraction peaks removed for comparison to time-resolved data in black. The simulations illustrate wave propagation via 
Lagrangian X-t diagrams of pressure, where a pressure boundary condition is applied to the left-hand surface of the Al 
layer as a proxy for the laser drive.  The peak pressure in the Al ablator at the leftmost drive surface, p0, is given for each 
drive energy. Data at intermediate times are shown in Figures S5-S8. 
 
For the 25 mJ data, a more detailed analysis was applied, as described in the supplemental 
information. In this case, a series of hydrodynamic simulations with different pulse shapes and 

〈111〉!" 

〈200〉!" 

b-Zr 
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peak pressures gave simulated XRD patterns which were compared to the experimental diffraction 
patterns, and the best match for the data (examples are shown in the Figure S4 of the supplemental 
information) was chosen. This gave a maximum pressure of 27 GPa in the Al which corresponds 
to a pressure of 33 GPa in the Zr, and also provided insight into the time dependence of the 
compression profile. The peak pressure for both analysis methods was given via the Al EOS by 
the peak strain (see Figs. S9-11) – we conservatively estimate the error in pressure to be less than 
20% for the 13 GPa data, and less than that for higher pressure data. All data gave final pressure 
estimates well within the equilibrium stability range of the relevant phase. 
 
Prior to shock wave arrival, ambient Al peaks were not temperature shifted to lower angles (i.e. 
larger d-spacings and lower density) after the laser drive pulse arrival for any drive energy, 
indicating that remaining unshocked Al was not significantly heated by the drive pulse prior to 
shock arrival. For all data, ambient Al peaks entirely vanished on a time scale consistent with 
compression wave propagation through the Al ablation layer. Subsequent to release, diffraction 
indicated solid Al for all drive energies, with peaks shifted to lower angles consistent with high 
temperature solid phase of Al at zero pressure. 

 
Figure 4: Diffraction data at three drive energies/Zr peak pressures showing the appearance of b-Zr under compression 
and subsequent to release. Calculated w-Zr patterns at 0 (green) and 13 (red) GPa are shown with the 2.5 mJ data, with 
green and red dashed lines showing the position of the 〈𝟏𝟎𝟏"𝟏〉 w-Zr peak cited by Swinburne et al. Black arrows and black 
dashed lines show positions of b-Zr peaks, and the blue dashed line shows the position of the 〈𝟏𝟎𝟎〉 a-Zr peak. Black arrows 
are placed to show both the presence of b-Zr (e.g. 2.5 mJ, 50 ns) and the absence of b-Zr peaks in w- and a-Zr patterns (e.g. 
w-Zr at 0 GPa). 
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Structural Phase Transitions 
 
Over the conditions obtained by this experiment, w-Zr is never observed. Calculated w-Zr patterns 
(using POWDER CELL[39] - details in the supplemental information) are shown in Figure 4 (left 
panel) for shots at 2.5 mJ corresponding to 0 and 13 GPa peak pressures. A compression-induced 
peak near 29º first appears subsequent to compression in the Zr, but prior to release. This peak 
forms to the right of the expected position of the  〈110〉	b-Zr peak, but to the left of the expected 
(at ambient pressure)  〈101"1〉 w-Zr peaks,[40] consistent with the formation of b-Zr under 
compression. Discussion of the theoretical support for these ideas can be found in “Analysis of the 
data from classical nucleation theory” section of the supplemental material. Compression pressure-
shifts all a-Zr peaks in the 25-32° range to higher angles with consistent timing for the arrival of 
the compression wave in the Zr sample. Higher order a-Zr peaks were observed to shift (indicating 
compression) and move back to their ambient locations (indicating release), respectively for 2.5 
and 25-50 mJ data, consistent with the timing of transit through the Zr layer at the given pressure 
(see Figure 4, and S5-S8). 
 
We observe nucleation of the bcc b-Zr phase under shock compression in the Zr at the 25, 30 and 
50 mJ drive energies (corresponding to equilibrium peak pressures of 33, 46 and 57 GPa 
respectively), within ~100 ps subsequent to shock arrival in the Zr layer (see Figures 4, and S6-8 
in the supplemental information). An example of the appearance of this phase is shown in Figure 
4 for the 30 mJ drive energy, where the appearance a b-Zr peak is evident near 29° in the pattern 
at 400 ps, approximately 100 ps after shock arrival in the Zr sample. After the shock wave has 
propagated through the entire sample, but not yet released (at 750 ps), b-Zr remains evident while 
higher-angle shifted a-Zr peaks (corresponding to higher than ambient density) indicate the sample 
is under compression. In the 2.5 mJ data, b-Zr is observed upon compression at 410 ps. For all 
data, a growing phase is observed subsequent to release of pressure in Zr at long time scales, whose 
peak positions are consistent with b-Zr rather than w-Zr. 
 
 
In parallel with the experiment, an interatomic potential for Zr was developed to reproduce the 
equilibrium phase diagram.[41]  With molecular dynamics (MD) simulations of bulk compressive 
transformation [42,43] the a-w and a-b transformations occur at the expected temperature and 
pressure conditions.  However, when MD simulations of shock waves (piston velocity = 0.48 and 
0.54 km/s resulting in a shock stress of 13 and 23 GPa, respectively) were performed, it was found 
that the a-Zr transformed into a metastable bcc phase for several picoseconds before undergoing 
a second transformation to the expected w-Zr phase.  Tracking the orientation relation from the 
MD simulations suggested the TAO-1 transformation pathway proposed by Trinkle et al. based 
upon density functional theory (DFT) evaluations of several proposed mechanisms[10].  The 
energetics of the TAO-1 pathway given by our interatomic potential reproduces well the pathway 
given by the more accurate density functional theory.  Both our potential and DFT calculations 
give an intermediate bcc state at an energy minimum along the TAO-1 path, separated from w-Zr 
by an energy barrier of more than 10 meV/atom.  Furthermore, the amount of dynamically 
generated bcc-Zr was greatly increased when shock loading was applied to the 〈101"0〉 and 〈12"10〉 
crystallographic orientations (as shown Figure S16 of the Supporting Information).  While the MD 
simulations show an admixture of both metastable bcc and w-Zr, depending upon the orientation 
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the amount of bcc can be as high as 50 %; this result is consistent with the x-ray diffraction patterns 
observed on the non-textured Zr samples.  This atomistic study explains the observation that bcc-
Zr is rapidly formed behind the shock wave and survives in a metastable fashion. 

Figure 5: Static transition path energetics comparing TAO-1 (red) and Silcock (black) paths calculated with DFT (solid 
lines) and the potential (dashed line) at (a) ambient and (b) 23 GPa under hydrostatic conditions (c-f) snapshots from the 
shock MD (uniaxial compression along the 〈𝟎𝟎𝟎𝟏〉 direction) with hcp (orange), bcc (blue) and omega (blue and orange 
stripes) corresponding to a shock pressure of 13 GPa. The leading edge of the shock wave generates a dynamically stable 
bcc intermediate. Please see Fig S18 of the supporting information which demonstrates an even larger amounts of bcc 
intermediate being generated in shocks with a peak pressure of 15 GPa and for the 〈𝟏𝟎𝟏%𝟎〉 and 〈𝟏𝟐%𝟏𝟎〉  orientations. 
 
Referring again to the phase diagram shown in Fig. 1, we propose the following mechanistic 
pathway as suggested by the experimental data and simulations.  As the a-Zr is rapidly compressed 
along the Rayleigh line under uniaxial shock wave loading the system evolves toward the lowest 
free energy state, which is w-Zr (for pressures less than 25 GPa), but for which a bcc transition 
state is a local free energy minimum; in order for the transition to proceed the Zr lattice must 
remain in the transient bcc state for at least some finite period of time until the energy barrier for 
final lattice rearrangement to hex-3 can be overcome.  The kinetic residence time for dwelling in 
the bcc intermediate is apparently on the order of a 100 picoseconds or so.  During that period of 
time, the pressure is further increased until the shock wave has become steady, reaching the 
Rankine-Hugoniot end state.  By the time that the kinetic residence would have ended, the system 
pressure now exceeds the 18 GPa threshold of the metastable a-b transition and therefore, with 
the w-Zr phase kinetically hindered, the “next best” phase to thermodynamically exist is that of b-



9 
 

Zr.  Eventually, of course, the hex-3 w-Zr phase will form but not in the time-frame of the sub-
nanosecond experiments conducted in this study. 
 
Discussion.   
 
We do not observe w-Zr as a final state, despite pressures that are well within the equilibrium 
stability field of w-Zr at 13 GPa, nor as an intermediate in higher energy shots which extend up to 
peak pressures of 130 GPa in the Zr. Our observation of an ordered, bcc Zr intermediate along the 
transformation path confirms the hypothesis of Usikov et al.[8]  that a metastable, ordered 
intermediate phase exists between the initial a-Zr and final w-Zr phases. This long-lived 
intermediate state is likely the origin of the remarkable metastability of a-Zr and the exceedingly 
slow kinetics of the a®w Zr phase transition which has remained a mystery on longer compression 
timescales.[5,6,8,9]  Growth of the new phase (subsequent to its nucleation under compression) is 
obtained after stress release on greater than 1 ns time scales, suggesting that further growth of the 
new phase is obtained via the relaxation of shear stress subsequent to strong uniaxial compression.  
 
Our observations are contrary to the conclusion of Swinburne et al.[30] (see further comments in 
the supplemental information), who assign a final w-Zr state subsequent to compression under 
similar drive conditions (170 ps duration drive), sample geometry (2 µm thick Zr), and estimated 
pressures (7.6 and 22.1 GPa for intermediate and high pressure shots). Diffraction patterns 
obtained in our experiment (Figures 3 and 4, 2.5 mJ) are similar to patterns shown in Fig. 2b of 
Swinburne et al., yet we obtain data over a wider angular range (which provides more peaks for 
identification of the new phase) and note a quantitative discrepancy between the expected w-Zr 
peak positions and the observed peak positions, which are consistent with b-Zr. Over the wide 
angular range of our experiment, the appearance of peaks at ~41° and ~51° is well correlated 
(shown with arrows in Figure 4) with known peaks of b-Zr, but not w-Zr. Further, a comparison 
of our observed diffraction patterns to calculated w-Zr diffraction patterns at the compression (13 
GPa) and ambient (0 GPa) pressures shows no evidence of the w phase (also see Figure 4 and 
Figure S14 in the supplemental information), although our experiment obtains a pressure in the 
range of pressures where Swinburne et al. claim to see w-Zr.  
 
The absence of w-Zr under compression in our experiment suggests that transformation to w-Zr is 
kinetically limited over a ~100 ps compression time scale. The transition from a-Zr to w-Zr would 
be expected to occur between approximately 5 GPa and 30 GPa under equilibrium conditions (see 
Figure 1). However, the observed pressure where the a-w transition occurs can be considerably 
higher due to kinetics under dynamic compression, ranging from 3 GPa under quasi-static 
conditions, up to 11 GPa for ns scale compression.[32]  
 
For samples with comparable hafnium and oxygen content as used in this experiment (see figure 
S1 in the supplemental information), the a-w phase transition is not observed in velocimetry 
measurements in gas gun-driven shock compression experiments at pressures less than 10 
GPa [32,33]. To within the sensitivity of the experiment, our data also indicate that the a-w phase 
transition does not complete over the time scale of our experiment, which suggests that kinetics 
limit the complete transition to w-Zr. Yet, partial conversion to a bcc phase of Zr is evident in the 
2.5 mJ data (corresponding to 13 GPa peak pressure in Zr), suggesting that bcc Zr observed here 
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is a metastable state along the shock compression path to w-Zr. This short time-scale experimental 
observation is consistent with longer time scale impact driven compression experiments which 
(post-experiment) recover b-Zr[5] and b-Ti[6] (Ti has a phase diagram similar to Zr) in a thin layer 
near the sample drive surface, static work on Ti-V[7], and theoretical work[8–10] – see the 
supplemental information for more details.  
 
The absence of the w-Zr phase at the sub-nanosecond time scale is notable, since it has always 
been seen in longer time experiments (to the appropriate final pressure), and is stable enough to be 
present in recovery experiments.[11,34] Here, our observations suggest that rapid compression 
formed the bcc Zr intermediate on a ~100 ps time scale, followed by the release of pressure prior 
to the formation of the final w-Zr state, leaving the bcc b-Zr as a metastable phase (over the time 
scale of the experiment - no sample was recovered afterwards). Assuming quasi-isentropic release 
from shocked states (a release from 57 GPa is shown in Fig. 1), Zr shocked to pressures less than 
~60 GPa should revert to a-Zr, but on very long scales all data exhibited growth of b-Zr subsequent 
to the release of pressure. Although the growth of b-Zr may be thermally driven at zero pressure 
at temperatures above 1143 K (see Fig. 1), this explanation is not consistent with our observations. 
In particular, thermal expansion shifts of a-Zr peaks in >5 ns data (i.e. subsequent to release) are 
well below what would be expected from a-Zr at or above 1143 K (See Fig. S13). Further, at late 
times the Al ablator remains solid, indicating an Al temperature of less than ~950 K, which 
(assuming thermal contact between the Al ablator and the Zr sample) indicates that Zr is at less 
than this temperature as well.  
 
 
Based on the experimental data, molecular dynamics and analysis derived from classical 
nucleation theory (see supporting information), we hypothesize that the reason we do not observe 
w-Zr (but rather see an abundance of b-Zr) on the several hundred picosecond timescales being 
probed here is due to the formation of the bcc b-Zr transition intermediate along the phase 
transformation pathway toward (but never reaching) w-Zr. At this increased stress, a-Zr  is 
unstable with respect to b-Zr and quickly transforms.  However, a significant free energy barrier 
still exists between bcc and w-Zr and there is not sufficient time for this slower process to occur 
within the 100-300 picosecond time interval over which compression is maintained in this 
experiment.  On longer compression timescales found in experiments utilizing gas-gun[35], pulsed 
power[32] and diamond anvil cells[14], the relatively slow kinetics of the a®w Zr phase transition 
has long been unexplained; through interrogating the transformation at sub-nanosecond timescales 
with a bright x-ray source, our observations suggest that a bcc b-Zr long-lived intermediate state 
is likely the origin of this behavior. 
 
Conclusions 
 
Our results demonstrate an alternate mechanism for transition to b-Zr under the conditions of this 
experiment. It is due to relaxation of shear stress subsequent to the rapid, strong uniaxial shock 
compression, seeded by nuclei of b-Zr formed under compression. This is clearly demonstrated in 
our molecular dynamics simulations, which shows the shock-driven transformation proceeding 
along a pathway which includes b-Zr as an intermediate state. We showed that this intermediate 
b-Zr state, which is unstable under ambient conditions, is a deep local minimum at 23 GPa, stable 
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relative to a-Zr with no kinetic barrier, but separated from the w-Zr ground state by a large energy 
barrier. 
 

Acknowledgments 
 
Lawrence Livermore National Laboratory is operated by Lawrence Livermore National Security, 
LLC, for the U.S. Department of Energy, National Nuclear Security Administration under 
Contract DE-AC52-07NA27344  We acknowledge J.M. Zaug for helpful discussions and 
planning support.  M.R.A., H.B.R, R.A.A., E.S., J.C.C, P.G., T.T.L., J.T.M., A.J.N, J.D.R., 
N.E.T. and J.L.B. gratefully acknowledge the LLNL LDRD program for funding support of this 
project under 16-ERD-037. GJA and HZ thank EPSRC and ERC for funding. 
 
The authors declare that they have no conflict of interest. 
 
  



12 
 

References 
 
1. J. C. Polanyi and A. H. Zewail, Acc. Chem. Res. 28, 119 (1995). 
2. V. I. Levitas and R. Ravelo, Proc. Natl. Acad. Sci. 109, 13204 (2012). 
3. E. K. Cerreta, G. T. Gray, C. P. Trujillo, D. W. Brown, C. N. Tomé, M. Elert, M. D. Furnish, 
R. Chau, N. Holmes, and J. Nguyen, AIP Conf. Proc. 955, 635 (2007). 
4. J. Zhang, Y. Zhao, C. Pantea, J. Qian, L. L. Daemen, P. A. Rigg, R. S. Hixson, C. W. Greeff, 
G. T. Gray, Y. Yang, L. Wang, Y. Wang, and T. Uchida, J. Phys. Chem. Solids 66, 1213 (2005). 
5. A. R. Kutsar, V. N. German, and G. I. Nosova, Doklady Akademii Nauk SSSR 213, (1973). 
6. P. O. Pashkov and U. U. Polyakova, Doklady Akademii Nauk SSSR 204.2, 332 (1972). 
7. Y. K. Vohra, S. K. Sikka, E. S. K. Menon, and R. Krishnan, Acta Metall. 28, 683 (1980). 
8. M. P. Usikov and V. A. Zilbershtein, Phys. Status Solidi A 19, 53 (1973). 
9. G. Jyoti, K. D. Joshi, C. Gupta, S. K. Sikka, G. K. Dey, and S. Banerjee, AIP Conf Proc 370, 
227 (1996). 
10. D. R. Trinkle, D. M. Hatch, H. T. Stokes, R. G. Hennig, and R. C. Albers, Phys. Rev. B 72, 
014105 (2005). 
11. H. Zong, T. Lookman, X. Ding, C. Nisoli, D. Brown, S. R. Niezgoda, and S. Jun, Acta 
Mater. 77, 191 (2014). 
12. S.-H. Guan and Z.-P. Liu, Phys. Chem. Chem. Phys. 18, 4527 (2016). 
13. M. T. Pérez-Prado and A. P. Zhilyaev, Phys. Rev. Lett. 102, 175504 (2009). 
14. M. K. Jacobsen, N. Velisavljevic, and S. V. Sinogeikin, J. Appl. Phys. 118, 025902 (2015). 
15. T. Sjostrom, S. Crockett, and S. Rudin, Phys. Rev. B 94, 144101 (2016). 
16. H.-R. Wenk, P. Kaercher, W. Kanitpanyacharoen, E. Zepeda-Alarcon, and Y. Wang, Phys. 
Rev. Lett. 111, 195701 (2013). 
17. W. J. Nellis, Rep. Prog. Phys. 69, 1479 (2006). 
18. K. J. Laidler and M. C. King, J. Phys. Chem. 87, 2657 (1983). 
19. J. C. Crowhurst, M. R. Armstrong, K. B. Knight, J. M. Zaug, and E. M. Behymer, Phys. Rev. 
Lett. 107, 144302 (2011). 
20. K. T. Gahagan, D. S. Moore, D. J. Funk, J. H. Reho, and R. L. Rabie, J. Appl. Phys. 92, 3679 
(2002). 
21. V. H. Whitley, S. D. McGrane, D. E. Eakins, C. A. Bolme, D. S. Moore, and J. F. Bingert, J. 
Appl. Phys. 109, 013505 (2011). 
22. S. I. Ashitkov, M. B. Agranat, G. I. Kanel’, P. S. Komarov, and V. E. Fortov, JETP Lett. 92, 
516 (2010). 
23. B. J. Demaske, V. V. Zhakhovsky, N. A. Inogamov, and I. I. Oleynik, Phys. Rev. B 87, 
054109 (2013). 
24. D. Milathianaki, S. Boutet, G. J. Williams, A. Higginbotham, D. Ratner, A. E. Gleason, M. 
Messerschmidt, M. M. Seibert, D. C. Swift, P. Hering, J. Robinson, W. E. White, and J. S. Wark, 
Science 342, 220 (2013). 
25. V. V. Zhakhovsky, M. M. Budzevich, N. A. Inogamov, I. I. Oleynik, and C. T. White, Phys. 
Rev. Lett. 107, 135502 (2011). 
26. J. C. Crowhurst, B. W. Reed, M. R. Armstrong, H. B. Radousky, J. A. Carter, D. C. Swift, J. 
M. Zaug, R. W. Minich, N. E. Teslich, and M. Kumar, J. Appl. Phys. 115, 113506 (2014). 
27. M. R. Armstrong, J. C. Crowhurst, S. Bastea, W. M. Howard, J. M. Zaug, and A. F. 
Goncharov, Appl. Phys. Lett. 101, 101904 (2012). 



13 
 

28. L. B. Fletcher, H. J. Lee, T. Döppner, E. Galtier, B. Nagler, P. Heimann, C. Fortmann, S. 
LePape, T. Ma, M. Millot, A. Pak, D. Turnbull, D. A. Chapman, D. O. Gericke, J. Vorberger, T. 
White, G. Gregori, M. Wei, B. Barbrel, R. W. Falcone, C.-C. Kao, H. Nuhn, J. Welch, U. 
Zastrau, P. Neumayer, J. B. Hastings, and S. H. Glenzer, Nat. Photonics 9, 274 (2015). 
29. A. E. Gleason, C. A. Bolme, H. J. Lee, B. Nagler, E. Galtier, D. Milathianaki, J. Hawreliak, 
R. G. Kraus, J. H. Eggert, D. E. Fratanduono, G. W. Collins, R. Sandberg, W. Yang, and W. L. 
Mao, Nat. Commun. 6, ncomms9191 (2015). 
30. T. D. Swinburne, M. G. Glavicic, K. M. Rahman, N. G. Jones, J. Coakley, D. E. Eakins, T. 
G. White, V. Tong, D. Milathianaki, G. J. Williams, and others, Phys. Rev. B 93, 144119 (2016). 
31. D. Kraus, J. Vorberger, A. Pak, N. J. Hartley, L. B. Fletcher, S. Frydrych, E. Galtier, E. J. 
Gamboa, D. O. Gericke, S. H. Glenzer, E. Granados, M. J. MacDonald, A. J. MacKinnon, E. E. 
McBride, I. Nam, P. Neumayer, M. Roth, A. M. Saunders, A. K. Schuster, P. Sun, T. van Driel, 
T. Döppner, and R. W. Falcone, Nat. Astron. 1, 606 (2017). 
32. P. A. Rigg, C. W. Greeff, M. D. Knudson, and G. T. Gray, AIP Conf. Proc. 1195, 1171 
(2009). 
33. Jianzhong Zhang, Y. Zhao, P. Rigg, R. S. Hixson, and G. T. Gray III, J. Phys. Chem. Solids 
68, 2297 (2007). 
34. Y. Zhang, Y. Ren, P. Wang, Z. Zhao, Z. Liu, J. He, B. Xu, Y. Tian, and D. Yu, High Press. 
Res. 0, 1 (2017). 
35. E. Cerreta, G. T. Gray III, R. S. Hixson, P. A. Rigg, and D. W. Brown, Acta Mater. 53, 1751 
(2005). 
36. C. W. Greeff, Model. Simul. Mater. Sci. Eng. 13, 1015 (2005). 
37. W. Nellis, Ultracondensed Matter by Dynamic Compression (Cambridge University Press, 
2017). 
38. H. B. Radousky, M. R. Armstrong, R. A. Austin, E. Stavrou, S. Brown, A. A. Chernov, A. E. 
Gleason, E. Granados, P. Grivickas, N. Holtgrewe, H. J. Lee, S. S. Lobanov, B. Nagler, I. Nam, 
V. Prakapenka, C. Prescher, P. Walter, A. F. Goncharov, and J. L. Belof, Phys. Rev. Res. 2, 
013192 (2020). 
39. W. Kraus and G. Nolze, J. Appl. Crystallogr. 29, 301 (1996). 
40. B. Olinger and J. C. Jamieson, High Temp. - High Press. 5, 123 (1973). 
41. H. Zong, G. Pilania, X. Ding, G. J. Ackland, and T. Lookman, Npj Comput. Mater. 4, 1 
(2018). 
42. S. Plimpton, J. Comput. Phys. 117, 1 (1995). 
43. R. Ravelo, B. L. Holian, T. C. Germann, and P. S. Lomdahl, Phys. Rev. B 70, 014103 
(2004). 
  
 


