
 

 

 
 

 

Edinburgh Research Explorer 
 
 

 
 

 
 

 
 

 

 
 

 
 

 
 

 
 

 
 

 
 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Large magnetoresistances and non-Ohmic conductivity in
EuWO1+xN2-x

Citation for published version:
Kusmartseva, A, Yang, M, Oro-Sole, J, Bea, AM, Fuertes, A, Attfield, JP & Attfield, P 2009, 'Large
magnetoresistances and non-Ohmic conductivity in EuWO1+xN2-x', Applied Physics Letters, vol. 95, no. 2,
022110, pp. -. https://doi.org/10.1063/1.3180813

Digital Object Identifier (DOI):
10.1063/1.3180813

Link:
Link to publication record in Edinburgh Research Explorer

Document Version:
Publisher's PDF, also known as Version of record

Published In:
Applied Physics Letters

Publisher Rights Statement:
Copyright © 2009 American Institute of Physics. This article may be downloaded for personal use only. Any
other use requires prior permission of the author and the American Institute of Physics.

General rights
Copyright for the publications made accessible via the Edinburgh Research Explorer is retained by the author(s)
and / or other copyright owners and it is a condition of accessing these publications that users recognise and
abide by the legal requirements associated with these rights.

Take down policy
The University of Edinburgh has made every reasonable effort to ensure that Edinburgh Research Explorer
content complies with UK legislation. If you believe that the public display of this file breaches copyright please
contact openaccess@ed.ac.uk providing details, and we will remove access to the work immediately and
investigate your claim.

Download date: 26. May. 2023

https://doi.org/10.1063/1.3180813
https://doi.org/10.1063/1.3180813
https://www.research.ed.ac.uk/en/publications/251829fa-27ce-4ddb-95c3-927e34d2cdbb


Large magnetoresistances and non-Ohmic conductivity in EuWO1+xN2−x
A. Kusmartseva, M. Yang, J. Oró-Solé, A. M. Bea, A. Fuertes et al. 
 
Citation: Appl. Phys. Lett. 95, 022110 (2009); doi: 10.1063/1.3180813 
View online: http://dx.doi.org/10.1063/1.3180813 
View Table of Contents: http://apl.aip.org/resource/1/APPLAB/v95/i2 
Published by the AIP Publishing LLC. 
 
Additional information on Appl. Phys. Lett.
Journal Homepage: http://apl.aip.org/ 
Journal Information: http://apl.aip.org/about/about_the_journal 
Top downloads: http://apl.aip.org/features/most_downloaded 
Information for Authors: http://apl.aip.org/authors 

Downloaded 09 Aug 2013 to 129.215.221.120. This article is copyrighted as indicated in the abstract. Reuse of AIP content is subject to the terms at: http://apl.aip.org/about/rights_and_permissions

http://apl.aip.org/?ver=pdfcov
http://oasc12039.247realmedia.com/RealMedia/ads/click_lx.ads/www.aip.org/pt/adcenter/pdfcover_test/L-37/648692836/x01/AIP-PT/APL_CoverPg_0713/FreeContentHand_1640x440.jpg/6c527a6a7131454a5049734141754f37?x
http://apl.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=A. Kusmartseva&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://apl.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=M. Yang&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://apl.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=J. Or�-Sol�&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://apl.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=A. M. Bea&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://apl.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=A. Fuertes&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://apl.aip.org/?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.3180813?ver=pdfcov
http://apl.aip.org/resource/1/APPLAB/v95/i2?ver=pdfcov
http://www.aip.org/?ver=pdfcov
http://apl.aip.org/?ver=pdfcov
http://apl.aip.org/about/about_the_journal?ver=pdfcov
http://apl.aip.org/features/most_downloaded?ver=pdfcov
http://apl.aip.org/authors?ver=pdfcov


Large magnetoresistances and non-Ohmic conductivity in EuWO1+xN2−x

A. Kusmartseva,1 M. Yang,1 J. Oró-Solé,2 A. M. Bea,2 A. Fuertes,2 and J. P. Attfield1,a�

1Centre for Science at Extreme Conditions and School of Chemistry, University of Edinburgh,
Mayfield Road, Edinburgh EH9 3JZ, United Kingdom
2Institut de Ciència de Materials de Barcelona (C.S.I.C.), Campus U.A.B., 08193 Bellaterra, Spain

�Received 13 May 2009; accepted 26 June 2009; published online 16 July 2009�

The magnetic field and voltage dependent electronic transport properties of EuWO1+xN2−x ceramics
are reported. Large negative magnetoresistances are observed at low temperatures, up to 70% in the
least doped �x=0.09� material. Non-Ohmic conduction emerges below the 12 K Curie transition.
This is attributed to a microstructure of ferromagnetic conducting and antiferromagnetic insulating
regions resulting from small spatial fluctuations in the chemical doping. © 2009 American Institute
of Physics. �DOI: 10.1063/1.3180813�

Materials in which the electrical current is coupled to
magnetism or shows nonlinear variation with voltage are
of fundamental interest and practical importance for tech-
nologies such as magnetoresistive random access memory1

and resistive random access memory.2 Many oxide families
are known to have such properties, but the utility of an
unexplored class of materials—europium�II� oxynitride
perovskites—was recently demonstrated as colossal negative
magnetoresistances �MRs� were discovered at low
temperatures.3 The presence of nitride enables d0 transition
metals in high formal oxidation states to be stabilized, e.g.,
Nb,3 Ta,3,4 and W.5 Nitrogen-deficiency leads to electron-
doping of the transition metal d-bands and the carrier trans-
port may be strongly coupled to the magnetization from
the Eu2+ S=7 /2 core spins, leading to −MR�99% for
EuNbO2+xN1−x �MR= ���H�−��0�� /��0�; � is resistivity,
measured in zero field and magnetic field H�. Here we report
the magnetotransport properties of the correspondingly
electron-doped material EuWO1+xN2−x, in which large nega-
tive MRs and microstructurally induced nonohmicity are dis-
covered.

EuWO1+xN2−x samples with x=0.09, 0.17, and 0.25 were
prepared by ammonolysis of a precursor Eu2W2O9, synthe-
sized by heating Eu2O3 and WO3 in air at 1100 °C for 72 h
with intermediate regrinding. Eu2W2O9 powder was nitrided
at 800 °C during 15 h in flowing 99.9% NH3 and quenched
to room temperature under ammonia. N contents were con-
trolled by varying the flow rate between 200 and
270 cm3 /min; x decreases as the flow rate increases. 7 mm
diameter pellets of the EuWO1+xN2−x products for electrical
measurements were pressed at 3 tons and subjected to a sec-
ond ammonia treatment for 3 h under the same conditions. N
contents were determined by combustion analysis.

The EuWO1+xN2−x samples are single phase perovskites
and appear cubic by powder x-ray diffraction �Fig. 1�a�� but
electron diffraction revealed a body-centered �2ap� �2ap
�2ap supercell as was also observed in EuNbO2N.3 The
cubic lattice parameter ap increases slightly with the nitrogen
deficiency x �ap=3.9592�4�, 3.9622�2� and 3.9675�2� Å for
x=0.09, 0.17, and 0.25, respectively� due to lattice expansion
from electron doping into the W:5d band �reduction of W6+

to W5+�. The presence of Eu2+, as found in the EuMO2N

�M =Nb,Ta� analogs,3 is confirmed by the mean Eu-O/N dis-
tances of 2.80–2.81 Å in these pseudocubic structures
�cf. 2.88 and 2.68 Å, respectively, predicted from ionic radii
of Eu2+ and Eu3+� but full determinations of the superstruc-
ture will be needed to obtain accurate distances. Magnetiza-
tion measurements show that the three samples order ferro-
magnetically at 12 K, as observed in a previous study of an
x=0.58 sample,5 with no variation in TC to within �0.5 K.
Magnetization �M�—field �H� loops �Fig. 1�b�� confirm the
ferromagnetic order although the saturated moment of 4.1�B
is significantly reduced from the theoretical value of 7�B for
Eu2+, suggesting that spin canting or coexisting ferromag-
netic and antiferromagnetic phases may be present, as dis-
cussed later.

The electronic transport properties of the three
EuWO1+xN2−x samples were measured using a Quantum De-
sign physical properties measurement system down to 2 K
and in fields up to 7 T, and a closed-cycle refrigerator oper-
ating down to 11 K. All resistivity measurements were car-
ried out in the conventional four-point setup, where an ac
current �I� of 0.5 mA was applied and the voltage �V� drop
across the samples was registered. The resistivity of
EuWO1+xN2−x decreases with the electron-doping x and the
temperature variations in Fig. 2�a� are typical for heavily

a�Electronic mail: j.p.attfield@ed.ac.uk.

(b)

(a)

FIG. 1. �Color online� �a� Fit of a cubic perovskite model to the x-ray
diffraction pattern and �b� magnetization-field loops, for EuWO1+xN2−x

�x=0.17 sample�.
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doped semiconductors. Giant negative MRs are evidenced by
the divergence of zero-field and in-field resistivities below
�50 K for x=0.09 and 0.17 and �30 K for x=0.25
samples. This corresponds to the onset of ferromagnetic fluc-
tuations as evidenced by the nonlinearity of M-H below
50 K observed in Fig. 1�b� for x=0.17.

The field variation for the least doped �x=0.09� sample
is shown in Fig. 2�b�—this displays the highest �MR �70%
at 2 K and 7 T. The thermal evolution of −MR�H� follows an
approximate �MR �M2 relationship typical for lightly
doped ferromagnetic insulators, so that �MR changes from
an H2 dependence at 50 K in the paramagnetic region, to a
sharp low field increase below TC. Comparison of the MRs
of the three samples in the ferromagnetic region �Fig. 2�c��
shows a decrease in the magnitude of �MR with x as elec-
tron hopping becomes less coupled to the magnetization in
the more conducting materials. The 50 K −MR�H� curves in
Fig. 2�c� show a different behavior between the x=0.09 and
x=0.17 samples, which show virtually identical �H2 depen-
dences driven by ferromagnetic fluctuations, and the x
=0.25 material in which the fluctuations are less pronounced
and a small positive MR effect typical of paramagnetic semi-
conductors is observed.

During the magnetotransport measurements it became
apparent that the three EuWO1+xN2−x ceramics showed non-
Ohmic conductivity at low temperatures and voltages. Sys-
tematic dc I-V studies as a function of temperature were
carried out in the 0–5 mA, 0–500 �V range to explore this
nonohmicity. The effects are most pronounced for the
x=0.25 sample, for which the I-V isotherms are shown in
Fig. 3. The I-V behavior evolves from a linear, Ohmic rela-
tionship at high temperatures to the curve at 3 K, which
changes from a Schottky �rectification� behavior at low V to
an Ohmic variation at higher voltages. To explore the cross-
over we have fitted the isotherms down to 4 K as I=AVn

+BV, by varying the coefficients A and B and the exponent
n. The temperature variation of n �Fig. 3 inset� captures the
emergence of the Schottky term; the divergence of n above
the ohmic n=1 limit coincides with the 12 K Curie transi-
tion. Hence, the ferromagnetic order drives the electrical
change from ohmic to a nonlinear conducting regime in

which both Schottky and Ohmic contributions are signifi-
cant.

Non-Ohmic conduction arises from the presence of elec-
trical inhomogeneities such as metallic and insulating re-
gions which may be modeled as an appropriate arrangement
of resistors and capacitors. For example, a composite of
silver-coated glass spheres showed an I=AVn variation with
1�n�2,6 and other models have been suggested for metal/
semiconductor composite networks.7–9 Nonlinear conductiv-
ity was also observed in charge ordered manganite perovs-
kites, and may be linked to the melting of charge order and
creation of conducting filaments above a certain threshold
current.10–12 This is qualitatively different to our findings
where the nonlinear conduction occurs predominantly at low
currents and appears to be intrinsically linked to the ferro-
magnetic ordering.

A likely explanation of the non-Ohmic behavior is that
some regions within the EuWO1+xN2−x samples are metal-
lized below TC. The effect is most pronounced in the most
highly doped, x=0.25 sample, and accompanies a downturn
�bulk metallic percolation� in the high field resistivity curve
�Fig. 2�a��. Small electrical inhomogeneities can arise from a
slightly inhomogenous O/N �doping� distribution created
during the sintering of the ceramic pellets, although this does
not usually give rise to such pronounced nonohmicity. We
propose that the effect of this slight inhomogeneity is ampli-
fied by the low temperature magnetic order in EuWO1+xN2−x.
The saturated moment of 4.1�B �Fig. 1�b�� has only 60% of
the expected value, showing that substantial canting or seg-
regation into ferro- and antiferromagnetic phases occurs. The
latter picture is supported by the properties of the related
material EuTiO3, which is antiferromagnetic in zero field but
shows a field-induced ferromagnetism.13 Small composi-
tional fluctuations in EuWO1+xN2−x lead to spatial variations
in the ferromagnetic order parameter, resulting a microstruc-
ture of ferromagnetic metallic and insulating antiferromag-
netic regions that conducts nonohmically. This microstruc-
ture is also sensitive to the electric field; high voltages
further metallize the sample and Ohmic behavior is recov-
ered, as observed in the 3 K isotherm on Fig. 3.

To conclude, EuWO1+xN2−x ceramics displays large
negative MRs and magnetically driven nonohmicity at low
temperatures. The MR results from coupling of the doped W

(a) (c)

(b)

FIG. 2. �Color online� MR data for EuWO1+xN2−x ceramics; �a� resistivities
� for three samples in zero field �upper branch at low temperatures� and in
a magnetic field of 7 T �lower branch at low temperatures�, �b� �MR vs
field at temperatures of 2–50 K for the x=0.09 sample, �c� �MR vs field for
the three samples at 8 K �upper panel� and 50 K �lower panel�.

FIG. 3. �Color online� Current-voltage isotherms for the x=0.25 sample of
EuWO1+xN2−x at temperatures above �open symbols� and below �closed
symbols� the 12 K Curie transition. Inset shows the thermal behavior of the
exponent n from fitting the equation I=AVn+BV to isotherms at 4 K and
above.
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d-band carriers to the Eu2+ magnetization, and so is sensitive
to the doping, field and temperature. Non-Ohmic behavior
emerges from spatial fluctuations in the ferromagnetic order
that create a microstructure of insulating and conducting re-
gions. Manipulation of the O/N content within EuWO1+xN2−x
films or monoliths could thus be used to create spintronic or
nonlinear resistive devices operating at low temperatures.
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