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Path-integral molecular dynamics have been used to simulate the phase-I crystalline form of
ammonia, using an empirical force field. This method allows quantum-mechanical effects on the
average geometry and vibrational quantities to be evaluated. When these are used to adjust the
output of a high-temperature density functional theory simulation, the results are consistent with
those given by the most recent structural refinement based on powder neutron diffraction data. It is
clear that the original refinement overestimated thermal motion, and therefore also overestimated the
equilibrium N–�H/D� bond length. © 2010 American Institute of Physics. �doi:10.1063/1.3387952�

I. INTRODUCTION

The crystal structure of phase-I ammonia has been the
focus of continued experimental and theoretical investigation
for over 50 years. It has a cubic crystal structure in the P213
space group with four molecules in the unit cell, as shown in
Fig. 1.1 The interest in ammonia stems from its simple struc-
ture and its role as an archetypal example of a hydrogen-
bonding network. It is also considered to be an important
species in the study of the solar system,2 with solid ammonia
known to exist in the atmospheres of a number of the outer
planets and their moons.3,4

In light of this, numerous experimental and theoretical
investigations of the properties of phase-I ammonia have
been performed. The deuterated crystal structure has been
determined by powder neutron diffraction by Reed and
Harris,5 and more recently by Hewat and Riekel.1 X-ray dif-
fraction has also been employed,6 as has diffuse neutron
scattering.7 Several groups have also studied the phonon
spectrum of phase-I ammonia using infrared spectroscopy,8,9

Raman spectroscopy,8 and inelastic neutron scattering.10

Simulations employing density functional theory �DFT�11,12

or empirical models have also been employed.13

Given the numerous studies of phase-I ammonia in the
literature, it is perhaps surprising that there is no definitive,
accurate, and precise crystal structure available. Neutron dif-
fraction is the method of choice for determining an accurate
crystal structure of a system such as ammonia, with its light
hydrogen atoms. However, the most recent neutron diffrac-
tion study of ammonia was performed by Hewat and Riekel
in 1979.1 They determined the crystal structure at 2, 77, and
180 K and applied librational corrections based on the trans-
lational, librational, and screw �TLS� tensor method14 to the
time-averaged experimental N–D bond length to determine
an equilibrium value, free from the well known bond-
shortening effects of librational motion.15 Hewat and
Riekel’s data set was used in a later refinement by Leclercq
et al.16 using a special structure factor equation with the aim

of determining an equilibrium geometry. However, the equi-
librium structures and isotropic displacement parameters ob-
tained by the two refinements differ significantly.

We have recently applied molecular dynamics �MD�
simulations to the study of phase-I ammonia, with the aim of
determining its equilibrium structure free from any approxi-
mations regarding thermal motion.17 The MD simulations,
performed at 77 K, gave much smaller estimates of thermal
motion �in the form of anisotropic displacement parameters
�ADPs�� and distance corrections than obtained in the origi-
nal refinement of Hewat and Riekel. The agreement with the
more recent refinement of Leclercq and co-workers was also
far from sufficient to draw any meaningful conclusions.

In this paper, we expand on our previous investigations
of the crystal structure of phase-I ammonia at 77 K by per-
forming a classical Car–Parrinello MD simulation with a
DFT force field at a higher temperature of 180 K. Our pre-
vious studies11,12 of the phonon spectrum of phase-I ammo-
nia showed that MD simulations using generalized-gradient
approximation DFT functionals such as PBE �Ref. 18� and
PW91 �Ref. 19 and 20� gave vibrational frequencies in good
agreement with experimental values and higher-level hybrid-
DFT lattice dynamics results. The MD-derived vibrational
eigenvectors also permitted the reassignment of the symme-
try of the experimentally observed frequencies. We may
therefore expect DFT simulations to give a reasonable de-
scription of thermal motion in phase-I ammonia.

However, there are clearly a number of approximations
and limitations inherent in the DFT simulations performed in
this and previous studies. In particular, the computational
expense of DFT limits these simulations to relatively small
system sizes, and the use of classical MD to sample phase-
space neglects the role of nuclear quantum effects in the
thermal motion. Therefore, in order to assess the importance
of finite-size effects and quantum-mechanical fluctuations,
we have also performed both classical MD and quantum path
integral MD �PIMD�21,22 simulations using an empirical in-
teraction potential. Performing simulations with two differ-
ent descriptions of the interatomic interactions in the crystal
enables us to assess the merits of the two refinements of thea�Electronic mail: c.morrison@ed.ac.uk.
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crystal structure and to validate further our methodology for
determining equilibrium structures from a combination of
experimental and theoretical data. While our simulations
have focused on ND3 it is important to note that the equilib-
rium structures of ND3 and NH3 will be identical. The
heavier mass of the D atom does affect the thermal motion of
the system significantly but the equilibrium structure repre-
sents the system at rest with no thermal or zero-point motion.

The remainder of this paper is organized as follows. In
Sec. II, we outline the computational approach taken in per-
forming DFT MD simulations. We also give details of PIMD
simulations employing an empirical force field. In Sec. III A,
we describe the results of our DFT calculations, comparing
the calculated thermal motion to that determined experimen-
tally. In Sec. III B, we investigate the role of nuclear quan-
tum effects in the thermal motion of phase-I ammonia.

II. SIMULATION METHODS

A. DFT simulation

A DFT MD simulation of phase-I deuteroammonia was
carried out using a 2�2�2 supercell with the CPMD
program.23 In total, this supercell contains 32 ammonia mol-
ecules. The PBE functional was used together with a plane-
wave cut-off energy of 800 eV. This value converged the
total energy and atomic forces to less than 1 meV atom−1

and 1 meV Å−1, respectively. Core-valence interactions
were represented using the standard norm-conserving
Martins–Troullier24 psuedopotentials provided with the
CPMD code. The electronic wave function was sampled at
the �-point of the supercell, corresponding to a 2�2�2
Monkhorst–Pack grid25 of the unit cell. This degree of sam-
pling was found to be sufficient in our previous studies of
phase-I ammonia.12,17

The MD simulation was carried out at 180 K in the
constant-NVT ensemble using the Car–Parrinello simulation
method.26 As in our previous DFT simulations at 77 K, the
length of the unit cell was an optimized value of 5.185 Å;
this choice clearly neglects thermal expansion of the crystal
lattice, but facilitates comparison of the thermal motion at

the two different temperatures. A massive Nosé–Hoover ther-
mostat was used to regulate the temperature,27 and a timestep
of 0.09 fs was used to integrate the equations of motion.
After 1.5 ps equilibration, configurations for later analysis
were subsequently sampled every five steps during a 15 ps
trajectory.

B. Empirical-potential simulations

To complement the DFT simulations, classical MD and
quantum PIMD simulations of phase-I ammonia were carried
out using a force field previously described by Hinchliffe et
al.13 Hinchliffe’s model C �abbreviated to HC� comprises an
electrostatic component, with a charge �+0.462 e� on each
H/D atom and a charge �−1.386 e� on a site suspended be-
low the N atom �toward the plane of the hydrogen atoms�.
The nonelectrostatic intermolecular interactions are split into
dispersive components acting only between N atoms, repul-
sive interactions between all atoms and a mildly attractive
interaction between N and H atoms. This force field was
developed for rigid-body simulations so the harmonic bond
stretches and angle bends suggested by Diraison et al.28 were
used to model the intramolecular degrees of freedom in our
calculations.

Classical MD and PIMD21,22 simulations were per-
formed under constant-NVT conditions. In all simulations, a
time-step of 0.5 fs was used. In the classical MD simulations,
the equations of motion were integrated with the velocity-
Verlet algorithm;29 a symplectic integrator employing alter-
nating external force and free ring-polymer evolution steps
was employed in the PIMD simulations. Correct thermal
sampling was achieved in each case using an Andersen
thermostat.30 Configurations were sampled every fifth time-
step in a 20 ps simulation, following a 1.5 ps equilibration
period.

Preliminary simulations suggested that the experimental
cell parameters for phase-I ammonia were unsuitable for
simulations with the HC empirical potential. Instead, finite-
temperature cell vectors at 77 and 180 K were determined by
performing a classical MD simulation using a 4�4�4 su-
percell with Monte Carlo29 relaxation of the cell vectors.
Three simulations of 0.5 ns length with different initial cell
parameters were performed at both temperatures. The three
simulations gave finite-temperature cell parameters within
0.01 Å of each other, a sufficient precision for the purposes
of the present study.

Two quantum PIMD simulations,21,22 using P=32 and
P=64 beads, were performed at 77 and 180 K. In each case,
4�4�4 supercells with the classically determined finite-
temperature cell lengths were used for the simulations at
both temperatures. Although the cell vectors in the quantum
simulations would be expected to be slightly different due to
the effects of quantum fluctuations, our approach at least
allows direct comparison of the results of the classical and
quantum simulations.

In all calculations, electrostatic interactions were calcu-
lated using the standard Ewald summation technique.29 The
minimum-image convention was observed for the dispersion

FIG. 1. Unit cell of phase-I ammonia �ND3� with cubic �P213� space-group
symmetry and a cell length of 5.185 Å; the labeled N and D atoms constitute
the asymmetric unit. The thermal ellipsoids are plotted at the 50 % level
using values from a 180 K DFT-MD simulation �see Sec. III A for more
details�.
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forces with interactions being truncated at a distance of half
the size of the supercell ��9.6 Å in the case of a 4�4�4
supercell�.

C. Trajectory analysis

Time-averaged atomic positions were calculated numeri-
cally from the simulation data using the full space-group and
supercell symmetry. Here,

ra = �u1,u2,u3� , �1�

ui =
1

N � S
�
n=1

N

�
j=1

S

ui,j,n = 	ui
 , �2�

where N is the total number of steps the average is calculated
over, S is the total number of symmetry-related atoms in the
supercell, and ui,n is the value of the ith component of the
atomic position at step number n. There are 12 symmetry
operations acting on the unit cell; the asymmetric unit con-
sists of one deuterium atom and one third of a nitrogen atom.
For path-integral simulations each of the P beads used to
represent an atom was included in the averages such that
N�S� P data points were collected for the D atom. As the
N atom lies on a threefold axis of symmetry, its three
coordinates were averaged to obtain its single positional
parameter.

The time-averaged theoretical position, rave
MD, can be used

in conjunction with the theoretical equilibrium �energy-
minimized� position, re, as corrections to an experimental
structure, rave

exp. Application of the corrections yields an
experimental equilibrium structure, which we denote re

MD,
indicating that is obtained from MD-derived corrections.
Specifically, these quantities are related according to

re
MD = rave

exp + �re − rave
MD� = rave

exp + �rMD. �3�

This equation demonstrates how our simulation data regard-
ing atomic thermal motion are used to correct the �time-
averaged� experimental data in order to obtain an experimen-
tal equilibrium structure.

The standard thermal ellipsoids utilized to visualize most
crystal structures represent surfaces of constant probability
derived from the Gaussian probability density functions
�PDFs�, P�r�, that are used to model the thermal motion of
each atom:

P�r� =
�U−1�1/2

�2��3/2 exp�−
1

2
rTU−1r , �4�

where U is the covariance matrix of the atom of interest.
This matrix has six unique elements, Uij�i , j=1,2 ,3�, which
are the ADPs commonly reported in crystal structure deter-
minations. They can be estimated numerically from the
simulation data using

Uij = 	�ui − ui��uj − uj�
 = 	�ui�uj
 . �5�

The Uii values represent the variances or extent of the ther-
mal motion, while the Uij values give information on the
orientation of the motion relative to the crystallographic
axes.

Sampling errors in the mean and covariance matrix were
estimated using the central limit theorem.29 To remove the
effect of correlations the blocking method31 was applied to
the DFT MD data. This had the effect of increasing the un-
certainties by an order of magnitude. For the EP simulations,
the large volume of data necessitated the calculation of Eqs.
�2� and �5� “on the fly,” which prevented the application of
the blocking method. While the trajectory was sampled only
every 10 steps to address this issue partially, the uncertainties
in the case of the EP simulation remain very small, far
smaller than the likely errors that arises from the use of em-
pirical potentials.

As well as determining the standard mean and ADPs for
comparison with experiment, the MD simulation can be used
to determine the underlying PDFs numerically, free from any
assumptions regarding a particular mathematical form. To
this end, the positions adopted by an atom in the course of
the simulation can be binned to form one-, two- �2D� or
three-dimensional histograms, which yield the numerical
PDF when normalized.

III. RESULTS AND DISCUSSION

A. DFT-MD simulation

Our previous study using simulations at 77 K found sig-
nificant disagreement between the theoretical and experi-
mental ADPs. Perhaps one of the most likely sources of error
is the application of classical MD to model the motion of the
nuclei. These classical calculations neglect the influence of
zero-point-energy �ZPE� conservation and quantum-
mechanical tunneling; both of these effects would be ex-
pected to play a significant role at the low temperatures in-
vestigated experimentally, particularly with regards to the
motion of the light deuterium atoms.

However, fully converged PIMD simulations with a DFT
force field are simply too expensive to perform in the present
context. Instead, in order to investigate whether the discrep-
ancies in our previous DFT simulations arose due to neglect
of nuclear quantum effects, we performed DFT-MD simula-
tions at the higher temperature of 180 K, where we might
expect quantum fluctuations to be less important. Comparing
the results of our simulations at two temperatures to the
available experimental refinements then gives some indica-
tion of the reliability of our approach for extracting experi-
mental equilibrium structures.

1. Experimental and simulated powder neutron
diffraction structure at 180 K

The ADPs and bonded distance corrections determined
in DFT MD simulations of phase-I ammonia at 180 K are
presented in Table I; the previously reported values17,32 at 77
K are provided for comparison, as are the earlier experimen-
tal �powder neutron diffraction� results of Hewat and Riekel.
As expected, our results demonstrate large increases in the
thermal motion as the temperature is increased; for example,
the magnitudes of the calculated variances �Uii� are seen to
increase by around 50% in the two simulations. However, we
find that our DFT simulation results are in disagreement with

134511-3 Thermal motion in phase-I ammonia J. Chem. Phys. 132, 134511 �2010�
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the refinement results of Hewat and Riekel. In most cases,
our calculated ADPs are smaller than the experimentally de-
rived values by around a factor of three.

Figure 1 shows the simulated thermal ellipsoids of the
ammonia molecule. The thermal ellipsoids seem reasonable
in size and orientation. The experimental ellipsoids deter-
mined by Hewat and Riekel are much larger and, at probabil-
ity isosurfaces greater than 90%, begin to overlap. As well as
plotting the harmonic PDFs, the numerical anharmonic PDFs
can also be extracted from the MD simulation. The 2D PDFs
of the D atom at 180 K are given in Fig. 2. It is relatively
easy to orientate the numerical PDF along the harmonic prin-
cipal axes of thermal motion. High-frequency noise distorts
the raw numerical PDFs so a low-pass Fourier filter has been
applied to the distributions plotted in Fig. 2 to aid visualiza-
tion. In the case of the D atom the resulting PDFs do not
appear to deviate that much from a Gaussian distribution,
although there is a slight curvature visible in Fig. 2�a�.

The TLS bond-distance corrections determined by
Hewat and Riekel �Table I� are also very large and at 180 K
the correction yields a librationally corrected bond length of
1.058 Å. The absolute value is significantly longer than the
theoretical equilibrium value of 1.035 Å obtained previously

using DFT calculations with the PBE and PW91 functional.17

The TLS bond length is also much longer than the time-
averaged interatomic N–D distance of 1.005�1� Å deter-
mined by Damay et al. using diffuse scattering.7 No uncer-
tainty was provided for the corrected bond length as the
estimation of such quantities has only been made possible
very recently.33 However, the uncertainty will be probably be
of the order of 0.005–0.010 Å �the time-averaged bond
length uncertainty is 0.005 Å� and so the differences between
the experimental values and DFT value are statistically sig-
nificant. While Bragg scattering distances are affected by li-
brational motion of the molecule, the distance obtained from
diffuse scattering should be affected only by anharmonic vi-
brations of the two atoms relative to one another. For bonded
atoms, such motion should be adequately modeled by a
Morse oscillator. However, the time-averaged bond length of
a Morse oscillator is always longer than the equilibrium dis-
tances as the potential is asymmetric, becoming shallower at
longer distances. Thus the diffuse scattering distance should
represent the upper limit of the equilibrium distance. A more
detailed comparison with the 150 K diffuse scattering data is
not possible as only the N–D and D¯D interatomic dis-
tances were determined by the analysis employed. The na-
ture of diffuse scattering means that atomic positions and
estimates of the extent of individual atom’s motions are not
usually obtained.

The upshot of this comparison between DFT simulations
and experiment is as follows. First, we find that our DFT
simulations predict much smaller thermal motion for both N
and D atoms than originally determined by experiment at
both 77 and 180 K. Second, in our higher temperature simu-
lations, we find that the agreement is no better between
theory and experiment; as a result, these DFT simulations
cannot be used to indicate whether nuclear quantum effects
are important or not. Finally, we find that our DFT simula-
tions result in much shorter equilibrium bond lengths than
the experimental; encouragingly, our calculated bond length
is closer to the experimental value determined by diffuse
scattering, but is still too large.

2. Comparison to rerefined data set of Leclercq et al.

It is possible to shed some light on the results of our
DFT simulations by comparing our results to a more recent

TABLE I. Experimental �Ref. 1� and simulated �classical DFT MD� ADPs
of the N and D atoms, together with the time-averaged bonded distance and
equilibrium correction at 77 and 180 K. The experimental distance correc-
tion was derived using the TLS method. The MD correction is given by
�rMD=re−rave

MD.

ADP
�Å2�

77 K 180 K

DFT MD Expt. DFT MD Expt.

N
Uii 0.0103�6� 0.0290�22� 0.0176�4� 0.0384�8�
Uij �0.0010�1� �0.0015�15� �0.0013�2� �0.0014�5�
D
U11 0.0147�4� 0.0467�36� 0.0260�3� 0.0575�16�
U22 0.0155�2� 0.0407�38� 0.0272�3� 0.0709�22�
U33 0.0163�3� 0.0552�30� 0.0287�3� 0.0676�23�
U12 �0.0038�1� �0.0096�21� �0.0066�1� �0.0186�11�
U13 0.0025�1� 0.0091�34� 0.0051�1� 0.0093�14�
U23 �0.0004�1� �0.0027�24� �0.0005�1� �0.0029�14�
r�N–D�av �Å� 1.0281�36� 0.988�9� 1.0213�36� 0.989�5�
�r�N–D� �Å� 0.0083�36� 0.051�22� 0.0152�31� 0.069�9�
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FIG. 2. Classical 2D probability distribution functions for the D atom in ND3 at 180 K plotted in the �a� xz, �b� xy, and �c� yz planes. �x is the longest principal
axis; z the shortest.�
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refinement of the Hewat and Riekel data. Here, Leclercq
et al.16 used a curvilinear structure factor equation which
treated the D atoms as rotating around the C3 axis of the
ammonia molecule. As it was defined in an internal coordi-
nate system of the molecule, this refinement yielded dis-
tances free from the effects of librational motion. Isotropic
estimates of the amount of thermal motion of the atoms were
also obtained. Table II gives the Ueq values as determined at
77 and 180 K from the 2�2�2 supercell DFT MD simula-
tions, as well as values determined in the two experimental
refinements.

At the higher temperature of 180 K, the DFT MD results
agree with the refinement of Leclercq et al. to within 3� for
the N atom and within 6� for the D atom. This suggests that
the original refinement of Hewat and Riekel was most likely
flawed, possibly in its treatment of absorption. Leclercq et al.
postulated that the difference between their refined values
and those of Hewat and Riekel arose, in part, from the cur-
vilinear nature of the structure factor, which in principle
would neglect some of the librational contribution to the mo-
tion of the D atoms. However, this does not account for the
differences in the N-atom values, and the close and relative
agreement of the DFT values with those of Leclercq et al.
suggests that the majority of the D-atom motion is correctly
modeled by their structure factor.

With their curvilinear structure factor Leclercq et al. es-
timated an equilibrium N–D/H distance of 1.001�7� Å. Ap-
plying the 180 K MD distance correction of 0.0152 Å to the
time-averaged distance of Hewat and Riekel yields an re

MD

value of 1.004�6� Å. The agreement is encouraging but may
well be fortuitous: it is clear that there are issues with the
description of thermal motion in the original refinement and
a new experimental time-averaged geometry must be deter-
mined to order to apply the MD method reliably. The geom-
etry determined by Leclercq et al. neglects internal vibra-
tions of the molecule, which may also affect the atomic
positions and interatomic distances.

At the lower temperature of 77 K we find that the simu-
lated values are in much better agreement with the refined
values of Leclercq et al. than with the values of Hewat and
Riekel. However, the differences are still relatively large
compared to the experimental uncertainties; the simulated
values are typically 15� away from the refined values. Given
that the agreement is much better at higher temperatures, this

discrepancy is most likely to arise as a result of the neglect of
quantum fluctuations such as ZPE and tunneling; we inves-
tigate these effects in Sec. III B 3 below.

3. Solid and gas-phase bond lengths

It is worth commenting here upon an apparent discrep-
ancy in the calculated bond lengths of the ammonia mol-
ecule. The theoretical equilibrium N–D/H bond length in
gas-phase ammonia is 1.0107 Å, determined using the
coupled cluster method and extrapolation of large basis set
results, while the experimental equilibrium value �calculated
from microwave spectroscopic results with theoretical vibra-
tional corrections� is 1.0114�6� Å.34 Under the influence of
hydrogen bonding, the N–D/H equilibrium bond length in
the solid state would be expected to be longer than the gas-
phase value but the solid-state bond length obtained from
diffuse scattering measurements �1.005 Å�, the equilibrium
value of Leclercq et al. �1.001 Å�, and the equilibrium value
from the present work �1.004 Å� are all shorter than the
gas-phase values. A DFT supercell calculation of an isolated
ammonia molecule, using the same computational setup out-
lined in Sec. II together with a 15 Å cell size and a Poisson
solver35 to reduce electrostatic interactions between periodic
images, gave a bond length of 1.029 Å, shorter than the DFT
solid-state value of 1.035 Å. More precise solid-state struc-
tural studies would confirm whether the apparent experimen-
tal shortening of the bond upon condensation has any physi-
cal significance. A more recent single-crystal x-ray
diffraction study of phase-I NH3 was carried out by Boese et
al.6 The convolution of electron density and thermal motion
means that a multipole refinement is required to achieve
meaningful geometries with x-ray methods; however, while a
multipole refinement was performed, the N–H bond was
fixed at an empirical value of 1.01 Å.

B. Empirical-potential simulations

Further validation of the DFT results presented in the
preceding section would require constant-NPT simulations,
quantum PIMD simulations and the use of larger supercells.
Simulations with a small number of path-integral beads are
feasible, as might be simulations with a 3�3�3 supercell.
However, converging these results would not be possible
with a DFT force field. To probe the importance of these
factors we instead turn to empirical-potential simulations to
provide further qualitative insight into the thermal motion of
phase-I ammonia. In contrast to the DFT simulations, finite-
temperature lattice vectors were used for these simulations.
MC relaxation gave a value for the cell parameter of approxi-
mately 4.82 Å at 77 K, while at 180 K the lattice constant
was roughly 4.89 Å. These values are approximately 5%
smaller than the experimental values of 5.073 and 5.125 Å at
77 and 180 K, respectively, serving as an indication of the
accuracy of the empirical force field.

1. System-size effects

Table III gives the isotropic displacement parameter for
the N and D atoms determined for a variety of supercell sizes
at a temperature of 77 K. The results suggest that quite large

TABLE II. Isotropic displacement parameters �Ueq� of the N and D atoms in
ND3 determined in classical DFT MD simulations. The results of refine-
ments by Leclercq et al. �Ref. 16� and Hewat and Riekel �Ref. 1� are also
shown.

T/K Method
N

�Å2�
D

�Å2�

77 DFT MD 0.0103�6� 0.0155�3�
77 Leclercq et al. 0.0144�3� 0.0222�4�
77 Hewat and Riekel 0.0290�22� 0.0475�40�
180 DFT MD 0.0176�4� 0.0273�3�
180 Leclercq et al. 0.0166�4� 0.0243�5�
180 Hewat and Riekel 0.0384�8� 0.0653�24�
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super-cells are required to fully converge the displacement
parameters. Figure 3 shows the N–N radial distribution func-
tions with 2�2�2 and 4�4�4 supercells. At 77 K, the
two cell sizes give identical short-range behavior, while the
longer-range peaks are slightly broader in the 4�4�4 simu-
lation; this effect is somewhat more apparent at 180 K. These
results demonstrate that system-size effects, probably arising
either as a result of the imposition of constraints on the mo-
mentum of the center-of-mass of the system or due to the
artificial dynamic correlations introduced in small super-
cells, can significantly influence calculated properties relat-
ing to thermal motion.

Unfortunately, while it is evident that there is some
finite-size effect in these empirical force-field simulations it
is not so clear how this transfers to DFT simulations. An
important parameter in empirical simulations is the cut-off
distance, rcut, after which intermolecular dispersion interac-
tions are neglected; this distance must be less than half of the
simulation box length. Thus, in empirical MD simulations a
large cell can be required for an atom to have enough dis-
persive and repulsive interactions so that it truly behaves as
if it was in the solid state. In a DFT simulation the periodic-
ity of the wave functions ensures that this problem does not
arise, although artificial dynamic correlations may still per-
sist between atoms in neighboring cells. In any event, the

change in the isotropic displacement parameters upon mov-
ing from a 2�2�2 supercell to a 6�6�6 in the empirical
MD simulations cannot account for the relatively large dis-
crepancies between the DFT simulation results and the ex-
perimental results.

2. Simulation pressure

A further possible source of error in the DFT simulations
is the use of an optimized lattice parameter, rather than a
finite-temperature value. In the case of the 77 K DFT simu-
lations the use of an optimized lattice parameter results in an
average pressure of 0.1 GPa during the course of the simu-
lation. It seems unlikely that this would affect the potential
energy surface �and hence thermal motion� substantially as
the structure of phase-I ammonia is stable up to 1.4 GPa Ref.
11 and the N–H vibrational frequencies change by less than
5 cm−1 over this pressure range.36

However, to test the influence of the unit cell parameter
on the thermal motion, we performed classical empirical MD
simulations at 77 K with a 4�4�4 super-cell of ND3 using
three different cell vectors: 4.82 Å �corresponding to the unit
cell at ambient pressure in a classical MD simulation�, 4.75,
and 4.89 Å. The results of these simulations are given in
Table IV. The pressure has been calculated using the stan-
dard virial estimator.29 The ambient pressure of 0.05 GPa is
quite large but illustrates the problem of converging the cell
vector with respect to pressure. We find that decreasing the
unit cell length by 0.07 Å results in a substantial increase in
pressure. However, the large increase in pressure from 0 GPa
to 0.63 GPa only leads to changes in the order of 15% in the
thermal parameters. As the pressure in the 77 K DFT simu-
lations was much smaller �0.1 GPa� it is therefore unlikely
that our choice of unit cell parameters in the DFT simula-
tions has a large effect on the calculated thermal motions.

3. Nuclear quantum effects

As discussed in Sec. III A, one of the most likely faults
with the DFT simulations is the assumption that the nuclei
behave classically. To investigate the influence of nuclear
quantum effects, PIMD simulations with the empirical HC
force field were performed at 77 and 180 K and compared
with equivalent classical MD simulations. In both cases,
simulations were performed using a 4�4�4 supercell.

The results of this comparison are given in Table V,
where we consider the influence of temperature and the num-
ber of ring-polymer beads �imaginary-time slices� used in the
PIMD simulations. At the lower temperature of 77 K, nuclear
quantum effects play a significant role in the thermal motion.

TABLE III. Isotropic displacement parameters �Ueq� of the N and D atoms
at 77 K as calculated in classical constant-NVT empirical potential simula-
tions for a variety of supercell sizes.

Supercell
N

�Å2�
D

�Å2�
rcut

�Å�

2�2�2 0.00580�1� 0.01317�1� 4.82
3�3�3 0.00673�1� 0.01417�1� 7.23
4�4�4 0.00746�1� 0.01510�1� 9.64
6�6�6 0.00789�1� 0.01559�1� 14.46

FIG. 3. Classical N–N radial pair distribution functions at �a� 77 K and �b�
180 K. The solid red line represents the results of a simulation for a 2�2
�2 supercell; the blue dashed line a 4�4�4 cell.

TABLE IV. Isotropic displacement parameters �Ueq� of the N and D atoms
for three different unit cell sizes. Values were calculated in classical
constant-NVT empirical potential MD simulations of a 4�4�4 supercell.

a
�Å�

N
�Å2�

D
�Å2�

	P

�GPa�

4.75 0.00624�1� 0.01363�1� 0.63
4.82 0.00741�1� 0.01519�1� 0.05
4.89 0.00891�1� 0.01699�1� �0.35
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Comparing the results of the P=64 ring-polymer bead cal-
culation to the classical result �P=1�, we find that quantum
fluctuations increase the isotropic displacement parameter
for N by 30% and for D by about 75%; this difference is not
surprising given the light mass of deuterium. Finally, we note
that a comparison of a P=64 ring-polymer bead simulation
and a P=32 simulation at 77 K demonstrates that our results
are converged with respect to P.

If we assume that the magnitude of nuclear quantum
effects is independent of the chosen potential energy func-
tion, we can use the results of these empirical PIMD simu-
lations to correct the results of classical DFT simulations for
the influence of quantum fluctuations. At 77 K, this correc-
tion gives Ueq values of 0.0136 and 0.0243 Å for the N and
D atoms, respectively. These values compare well with the
values of Leclercq et al., 0.0144�3� and 0.0222�4� Å.

At the higher temperature of 180 K, the N atom and D
atom isotropic displacement parameters are increased rela-
tive to the classical values by 4% and 17%, respectively; as
expected, the contribution of quantum nuclear effects is
much smaller than that determined at 77 K. We note that the
classical empirical MD displacement parameters at 180 K are
much larger than those determined in classical DFT simula-
tions, whereas at 77 K the classical empirical MD displace-
ment parameters were smaller than the DFT values. Inspec-
tion of the simulation trajectories shows that there is
complete rotation of the ND3 molecules about the molecular
and crystallographic C3 axis in the empirical MD simula-
tions; this behavior is not seen in the high-temperature DFT
MD simulation.

The experimental melting point of phase-I ammonia is
195.3 K,37 which is not far from the higher simulation tem-
perature of 180 K. Thus, it is quite likely that our empirical
potential simulations or DFT simulations are not correctly
modeling thermal motion near the melting transition. It is
well-known that DFT simulations of hydrogen-bonded sys-
tems, such as liquid water,38 can result in a range of calcu-
lated physical properties, depending upon the simulation de-
tails and chosen functionals. We might expect an empirical
potential primarily tested in the liquid phase to model the
onset of the phase transition better, but this is by no means
guaranteed. We have not calculated the melting point of
phase-I ammonia using the HC force field; determining melt-
ing points by simulation is by no means trivial and is beyond

the scope of this present study. Given these observations, the
development and validation of a new interaction potential by
crystalline ammonia would be beneficial, particularly in light
of the importance of solid ammonia in extraterrestrial atmo-
spheres.

IV. CONCLUSION

In this work, we have investigated thermal motion in
phase-I deuteroammonia at 77 and 180 K using a combina-
tion of classical MD simulations with DFT and quantum
PIMD simulations with an empirical force field.

At both temperatures, our classical DFT simulations pre-
dicted significantly less thermal motion than originally deter-
mined in the experimental refinement of Hewat and Riekel.
However, our DFT simulations were in very good agreement
with a more recent refinement of the same experimental data
performed by Leclercq et al., particularly at higher tempera-
ture. Given that this later refinement employed an analysis
technique which more accurately accounted for librational
motion, we suggest that the earlier refinement of Hewat and
Riekel contains some errors in the extracted displacement
parameters.

At the lower temperature of 77 K, our classical DFT
simulations show a much larger level of disagreement with
the recent Leclercq refinement. We find that at least some of
this discrepancy can be accounted for by nuclear quantum
effects. By determining the typical thermal motion arising
due to nuclear quantum effects in a PIMD simulation using
an empirical potential, we have corrected the results of our
classical DFT simulations. The isotropic displacement pa-
rameters determined after applying these corrections are then
in good agreement with the latest experimental refinement.
We have also investigated the influence of system size and
unit cell parameters on the simulation of ammonia’s thermal
motion; such effects were not able to account for the discrep-
ancies between our classical DFT simulations and the experi-
mental results, whereas nuclear quantum effects were found
to play a more significant role. Overall, our results demon-
strate how a simulation approach combining classical DFT
simulations, classical empirical force-field simulations and
quantum PIMD simulations can provide insight into thermal
motion in crystalline structures, as well as allow cross-
validation of simulation and experimental results.

A new neutron diffraction study of ammonia would be
useful to remove doubts surrounding the Hewat and Riekel
data set, especially as the solid-state N–H/D bond length
appears to be shorter than the gas-phase value recently de-
termined using high-level theory and experiment.34 While
the reanalysis of Leclercq et al. clearly addresses many of
the issues with the orginal powder diffraction refinement the
limited Q-range of the data set means that the rerefined solid-
state bond length has a large uncertainty ��0.005 Å�. This
large uncertainty means that no significance can be attached
to the observation of a shorter solid-state N–D/H bond
length. A new experiment would also be useful to clarify
how well DFT describes crystalline ammonia and for assess-
ing the validity of different empirical interaction potentials.

TABLE V. Isotropic displacement parameters �Ueq� of the N and D atoms in
ND3 from 4�4�4 simulations at 77 and 180 K, as determined in classical
�P=1� and PIMD �P=32,64� simulations with different numbers of ring-
polymer beads �imaginary-time slices�, P.

P
T

�K�
N

�Å2�
D

�Å2�

1 77 0.00741�1� 0.01519�1�
32 77 0.00979�1� 0.02649�1�
64 77 0.00966�1� 0.02668�1�
1 180 0.02196�1� 0.04565�1�
32 180 0.02295�1� 0.05356�1�
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